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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

BROHM MINING CORPORATION
MR. ROD MCCLEOD

PO BOX 485

DEADWOCD, SOUTH DAKOTA
51732




Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: R89-31914.4 ( COMPLETE ) | |: REFERENCE INFO: NONE GIVEN
CLTENT: BROHM MTINTNG CORPORATION SUBHTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 3-0CT-89
NUNBER OF LOKER
ORDER ELEMENT ANALYSES ~ DETECTION LINIT EXTRACTION METHOD
1 Au Gald 17 0.002 orT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 17 2 -150 17 ASSAY PREP 17
SAMPLE PICKUP/MILE 1
REMARKS: SAMPLES R89-577 15-20 THROUGH 30-35
WERE NOT INCLUDED.
1AT GOLD (29.176)
REPORT COPTES T0: HR. .JTH BARRON TNUOTCE T0: MR —JTH-BARRON

MR. ROD MCCLEOD
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T Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31914.4 | PROJECT: NONE GIVEN PAGE 1

SAMPLE El EENT Au

NUMBER UNITS  OPT

72 R89-577 0-5 0.007

22 R89-577 5-10 0.004

22 R89-577 10-15 0.003

22 R89-577 35-40 0.020

22 R§9-577 40-45 0.011

22 R89-577 45-50 0.006

22 R89-577 50-55 0.006

72 R89-577 55-60 0.011

22 R89-577 60-65 0.042

72 R89-577 65-70 0.002

22 R89-577 70-75 0.011

22 R89-577 75-8N 0.002

22 R89-577 80- 85 0.004

22 R89-577 85-90 0.005

72 R§9-577 90-95 0.009

72 R89-577 95-10N 0.017

22 R89-577 100-105 0.009




Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATEPRINTED:—3-0C1-89

o TR

REPORT: R89-31914.4 J PROJECT: NONE GIVEN PAGE 2
SAMPLE ELFMENT fAu
NUMBER UNITS oPT
R89-577 40-45 0.011
Duplicate 0.012
R89-577 90-95 0.009

Duplicate 0.008
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

|

BROHM MINTNG CORPORATION
MR. ROD MCCLEOD

PO BOX 485
DEADWOOD, SOUTH DAKOTA
57732
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Bandar-Clg, o Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: R89-31915.4 ( COMPLETE ) } | REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 6-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 68 0.002 oPT Firve Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
7 OTHER DRILL TYPES 68 2 -150 67 ASSAY PREP 68
3 -20+80 1 EXCESSIVE UETNESS/LB 929
SAMPLE PICKUP/MILE 1
REMARKS: 1AT GOLD (29.176)
REPORT COPIFS T0: MR. JIM BARRON INVOTCE TO: MR. JIM BARRON

MR, ROD NCCTEOD
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Bondar-Clegg, Inc.

I}

625 Spice Island D he i

pice Island Dr.

Building 1, Unit A Lab Report

Sparks, Nevada 89431 -

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DAHPRINHD+—6—86T—89

REPORT: R89-31915.4 ! PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au SANPLF ELEMENT fu
NUMBER UNITS OPT NUMBER UNTTS OPT
72 R89-577 105-110 0.024 72 R89-577 305-310 0.014
72 R89-577 1in-115 N.N25 72 R89-577 31N-315 0.023
72 R89-577 115-120 0.013 22 R89-577 315-320 0.015
72 R89-577 12n-125 n.N29 7? R89-577 320-325 0.019
72 R89-577 125-130 0.013 72 R89-577 325-330 0.054
72 R89-577 130-135 0.0nn5 22 R89-577 33N-335 0.011
72 R89-577 135-140 n.0n3 72 R89-577 335-340 0.019
72 R89-577 14D-145 0.0n3 12 R89-577 34N-345 0.005
72 R89-577 145-150 0.005 22 R89-577 345-350 0.004
7?2 R89-577 15N-155 0.01n 22 R89-577 35N-355 0.023
72 R89-577 155-160 0.014 72 R89-577 355-360 0.010
72 R89-577 16N-165 n.nng 72 R89-577 36N-365 0.012
72 R89-577 165-170 0.002 72 R89-577 365-370 0.006
72 R89-577 17n-175 n.nn2 12 R89-577 371N-375 0.003
72 R89-577 175-180 <0.002 72 R89-577 375-380 <0.002
72 R89-577 18N-185 n.nn2 22 R89-577 38N-385 <0.002
72 R89-577 185-190 0.004 72 R89-577 385-39N 0.003
72 R89-577 190-195 n.0né6 72 R89-577 390-395 0.004
72 R89-577 195-200 0.004 72 R89-577 395-40N 0.003
7?2 R89-577 20n-2n5 n.nn2 22 R89-577 40N-4N5 0.006
72 R89-577 205-210 0.005 72 R89-577 405-410 <0.002
12 R89-577 21n-215 n.0ns 7? R89-577 41N-415 0.004
72 R89-577 215-220 0.022 22 R89-577 415-420 <0.002
22 R89-577 220-225 n.010 72 R89-577 420-425 <0.002
12 R89-577 225-230 0.005 72 R89-577 425-430 0.002
22 R89-577 230-235 0.01n 72 R89-577 43N-435 0.002
12 R89-577 235-240 0.005 22 R89-577 435-440 <0.002
12 R89-577 24N-245 <N.nNn2 22 R89-577 44N-445 <0.002
/3 R89-577 245-250 0.023
12 R89-577 250-255 0.019
22 R8%-577 255 260 0.010
22 R89-577 260-265 0.007
12 R89-577 265-270 0.005
72 R89-577 271n-275 0.005
72 R89-577 275-280 <0.002
72 R89-577 28N-285 0.014
72 R89-577 285-290 0.023
72 R89-577 29N-295 0.009
72 R89-577 295-30N0 0.008
7?2 R89-577 30N-305 0.007




LTI .
s oo Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

NATE DDTAMTEN LT Q0
T TN T Ty o—oT T

REPORT: R89-31915.4 | PROJECT: NONE GIVEN PAGE 2 I
SAMPLE ELFMENT Au SAMPLE ELERENT Au
NUMBER UNITS oPT NUMBER UNITS oPT
R89-577 130-135 0.005

Duplicate 0.005

R89-577 180-185 0.002

Duplicate 0.002

R89-577 240-245 <0.002

Duplicate <0.002

R89-577 290-295 0.009

Duplicate 0.009

R89-577 350-355 0.023

Duplicate 0.029

R89-577 400-4015 0.006

Duplicate 0.004




"TITLE ©3-10-89 17:06:57 R89-31914.4 BARRON

"CLIENT BROHM MINING CORPORATION

25/09/89"

"PROJECT NONE GIVEN #SAMPLES : 17 REFERENCE: NONE GIVEN !

"SPECIAL VALUES"

" IS Insufficient Sample"

"  ~9 No Value Recorded"

" Values above the upper limit are shown as

" Values below the lower limit are shown as

"DETERMINATIONS"

! ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 81 Au FAa OPT 17 0.002 999.90
"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z OTHER DRILL TYPES

" 41 P17= 17 ASSAY PREP

" 42 P98= 1 SAMPLE PICKUP/MILE
"REMARKS"

" 50 SAMPLES R89~577 15-20 THROUGH 30-35
" 651 WERE NOT INCLUDED.

" 52 1AT GOLD (29.17G)

LR 2 2 ]

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"
"BEGIN " "Type" "Frac" "Sample ID" &
"191400061" "z" "2" "R89-577 0-5 "
"1914@e062" "z "2" "R89-577 5~10 "
"19140003" "z" "2" "R89~-577 10-~15 "
"19140004" "gz" "2" "R8B89-577 35~40 "
"19140005" "z "2" "R89-577 40-45 "
"19140007" "z" "2" "RB9~577 45-50 "
"191400e8" "z" "2" "RBYS-577 50~-55 "
"19140009" "zZ" "2" "R89~-H77 55-60 .
"19140e010" "z" "2" "R89-577 60~65 "
"191400211" "z v2" "RB9~-577 65~70 "
"19140012" "z" "2" "RBY9~H77 70~75 N
"19140013" "z" "2" "R89-H577 75~-80 .
"19140014" "z" "2" "RB9~-H77 8B0-85 !
"19140@15" "zZ" "2" "RB89-~677 85~-90 18
"191406016" "z" "2" "R88~577 90-95 o
"“19140017" "z" "2" "R89~577 95~100 !
"191498018" "z" "2" "R89~-577 100~105 o
IIENDII

+uplimt"”
~lolmt (ie not detected)"”

COMMENTS"
Results Reported o

Au“

0.007

0.004

9.003

0.020— >S40
0.011

0.006

0.006

0.011

0.042 — LO=LS
0.002

0.011

0.002

0.004

0.005

0.009

0.017

0.009



"TITLE 06~10-89 17:10:00 R89-31915.4 BARRON

“"CLIENT BROHM MINING CORPORATION !
"PROJECT NONE GIVEN #SAMPLES:: 68 REFERENCE: NONE GIVEN &
"SPECIAL VALUES"

" IS Insufficient Sample"

" ~9 No Value Recorded"

27 /09/89"

" Values above the upper limit are shown as +uplimt"”

" VYalues below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

u ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 Au Fa OPT 68 ©.002 $999.90
"SAMPLE PREPS"
" 40 SAMPLE TYPE=Z

" 41 P17= 68

Results Reported

OTHER DRILL TYPES !
ASSAY PREP "

" 42 P64= 929 EXCESSIVE WETNESS/LB"
" 43 P98= 1 SAMPLE PICKUP/MILE "
"REMARKS"

" 50 1AT GOLD
ok % % % Il

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"
"BEGIN " "Type" "Frac" "Sample ID" L

(29.176) "

Aull

"19150001"
"19150002"
"19150003"
"191650004"
"19150005"
"19150006"
"191650008"
"19150009"
"19150010"
"1915@0011"
"19150012"
"19150013"
"19150014"
"19150015"
"19150016"
"19150017"
"19150018"
"19150019"
"19150020"
"191500821"
"19150022"
"19150025"
"19150026"
"19150027"
"19150028"
"19150029"
"19150030"
"19150031"
"19150033"
"19150034"
"19150035"
"19150036"
"19150037"
"19150038"
"19150039"
"19150040"
"191650041"
"19150042"
"19150043"
"19150044"
119150045"
"19150046"
H1Q150mG4aa"

IIZH
IIZII
Ilzll
IIZII
|IZII
IIZII
IIZII
|IZ|I
IIZII
HZII
llzll
IIZH
IIZII
IIZII
IIZII
IIZII
IIZII
IIZII
IIZII
llzll
IIZII
IIZH
llZlI
Ilz"
I|Z||
IIZII
IIZII
IIZ|I
IIZII
IIZII
llle
IIZII
Ilzll
IIZII
HZII
NZlI
IIZII
llZII
IIZII
IIZII
llzll
IIZIl
uwzn

|l2||
II2II
Il2ll
I|2II
II2II
II2II
II2II
ll2ll
ll2ll
H2ll
H2II
II2II
II2II
II2II
II2II
II2II
I|2ll
ll2|l
II2II
”2”
|I2II
Il2|l
II2II
ll2ll
||2|I
Il2ll
ll2ll
|I2II
I|3II
II2H
Il2“
II2|I
|l2ll
l02||
II2II
Il2ll
||2II
I|2'I
ll2ll
ll2ll
I|2II
II2I|
II2I|

"R89~577
"RB89~-577
"R89-577
"RB9-577
"R89~-577
"RB9-~577
"R89-577
"R89~-577
"R89~577
"R89~577
"RB9~-577
"R89-~577
"RB9~577
"RB89~577
"RB9~577
"RB9~577
"R89-577
"RB89~577
"R89-577
"RB9~-577
"R89~577
"R89~577
"R89-577
"R89-577
"R89-577
"R89-677
"R89-577
"RB9-~577
"R89-577
"R89-577
"RB9-577
"RB89-577
"R89-577
"R89-577
“R89-577
"R89~577
"R89~577
"R89-677
"RB9-577
"R89-577
"R89-6577
"R89~-577
"EpQQ..R77

105-110 "

110-115%
115-120
120125
125-130
139-135
135~140
149-145%
145-150
150156
1565-160
160~165
165~170
170~175
175-180
180185
185-190
190~1965
195~-200
200-205
205-210
210-~-215
215-220
220-225
225-230
230-235
235-240
240-245
245~-250
250-255
256-260
260-265
265-270
270275
275-280
280~-285
285-290
290-295
2965-300
300-305
305~310
310~-315
1K -270

0.024
0.025
0.013
0.029
0.013
0.005
0.003
0.003
0.005
0.010
®.014
0.008
0.002
0.002

-0.002
0.002
0.004
0.006
0.004
0.002
0.005
0.005
0.022 — 218§ -22°
0.010
0.005
0.010
0.005

-0.002
0.023 — 24S5-26°
0.019
0.010
0.007
0.005
0.005

~0.002
0.014
9.023 — 285 - 290
0.009
0.008
0.007
0.014

0.023k 210 - 330
2 018

Jos -11S

> @ 0%

20 @_ .02&



"19150050"
"19150051"
"19150052"
"19150053"
"19150054"
"19150055"
"19150056"
"191650058"
"19150059"
"19150060"
"19150061"
"191650062"
"19150063"
"19150064"
"191650065"
"'19150066"
"19150067"
"19150068"
"19150069"
"19150070"
"19150073"
'19150074"
"19150075"
"19150076"
"19150077"
l|ENDIl

IIZH
IIZII
IIZH
IIZIl
HZII
Ilzll
HZII
IIZII
IIZII
llz“
IIZII
llzl!
IIZII
Ilzll
IIZII
ilzll
IIZII
llzll
IIZII
IIZII
HZIO
IIZII
Ilzll
IIZII
IIZlI

Il2||
'I2"
II2II
Il2ll
ll2|l
II2II
II2II
Ilzll
II2II
II2II
IIZII
I|2II
II2II
I|2|I
II2II
|l2||
II2II
Il2l|
I|2II
|I2I|
Il2|l
ll2l|
II2II
IIZII
|02I|

"R89~577
"R89-577
"RB9~577
"R89-577
"RB9~577
"R89~-677
"R89-677
"R89-677
"R89-677
"R89~-577
"R89-677
"R89-577
"R89~-677
"R89~-577
"RB89-577
"R89~-577
"RB9~577
"R89~-577
"RB9~577
"RB9~577
"RB89-577
"RB9~-577
"R89-577
"R89~-577
"R89~677

320~-325
325-~330
330-335
335-340
340-345
3465-350
350-355
356-360
360-~3665
365-370
370-375
375-380
380-385
385-390
390395
395~-400
400-405
405-410
410-415
415-420
420-425
425-430
430435
435-440
440445

.019
0.054
0.011
0.019
0.005
0.004
@.023-
©.010
.012
@.006
®.003
-0.002
~-0.002
0.003
B.004
@.003
®.006
-0.002
0.004
~-0.002
~-0.002
0.002
0.002
-0.002
~-0.002

=250-3sS
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BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
Phone (604) 985-0681 (303) 989-1404
or (702) 331-1813

Fax (604) 985-1071

Telex 04-352667

Please analyze by

Comments

Assay (% ore grade) D

SUBMITTAL FORM

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

LAB. REPORT NO._ 7=/ /7

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples Sr:r?{p?és Sam;()‘lse;rr\ilgsr?bers Elements to be Analyzed Remarks
4 n". S+ ¥ 874 /7 | L
, SV )
# “2\
5 )
//;
: Prepaid [J
Total No. Samples Date Shipped : =1 g ‘ Col:)ect O

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

Return immediately
Return collect after 60 days
Store to January at a cost of $10/box

(You will then be contacted) (approx. 1 cu. ft.)

Samples submitted by Fl et

PULPS

Free storage until year end and then discarded unless

marked below.

O

Return collect immediately O

Return collect at year end O

Results and Invoices To Be Sent To

[J Results

[J Invoice

Shipment number

NG o (for payment)

Client project number

[J Results
[J Invoice

(copy)

Purchase order number

[0 Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or
P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) [

LAB. REPORT NO

e =

&) <
: Si ¥

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [J

No. of Sample Numbers
Type of Samples ) : Elements to be Analyzed Remarks
’ Samples/, (Series)
P b P / )
( ( f "./ . 7 7 /
(/¢ )~ ) ) 7 A
F 4 ) y "/ [7 —‘\’
‘I/ // ’\{ y vz - /)
: Prepaid [
Total No. Samples Date Shipped Collect [

No. Parcels in Shipment

Date Rec’d at Bondar-Clegg

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

PLEASE CHECK .~ BELOW
PULPS

Free storage until year end and then discarded unless

marked below.

Return immediately O Return collect immediately O
Return collect after 60 days a PRI SBloes At yRar il J
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) -

¢ 4 ) [J Results

f ! / -
- 7\ £ [ Invoice

Samples submitted by / A ( V4 & / (for payment)

Shipment number

A

Client project number

Purchase order number

Printed in Canada

White - Send with Samples Yellow - Client Copy

[J Results

[J Invoice
(copy)

[J Results

[J Invoice
(copy)
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. Al Contractor Coordinates
1;/// Drill Typeo

Project — Mole No.__A89-578
Cnlng_ Depth State Shooi_z__o!__:)f__
Hole Size Bearing._ .. lncmmion' Date Started Property
Collar Elev. Final Depth ' Date Completed_ : A Hole Surveyed
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Casing Depth
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Bondar-Clegg, Inc. Geochemical
625 Spice ggand Dr.
Building 1‘Jm A Lab Report

SparfGs, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

]

BROHM HINTNG CORPORATION
MR. ROD MCCLEOD

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732




o Geochemical
625 Spice Island Dr.
Building 1, Urit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
r REPORT: R89-31918.4 ( COMPLETE ) [ REFERENCE TNFO: NONE GIVEN

CLTENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 11-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTION METHOD
1 Au Gold 45 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
7 OTHER DRILL TYPES 45 2 -150 45 ASSAY PREP 45
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIFS TO: MR. JIM BARRON
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc. he .
625 Spice Island Dr. ‘ ;eoc mlcal
Building 1, Uit A Lab R l‘t
Sparks, Nevada 89431 epﬂ
702 (359-9330) mm

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 11-0CT-89

[’ REPORT: R89-31918.4 | | PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEHENT Au SAMPLE ELERENT Au
NUMBER UNITS  OPT NUMBER UNITS  OPT
72 R89-578 0-5 0.004 22 R89-578 200-205 0.008
72 R89-578 5-10 <0.0N2 72 R89-578 205-210 0.017
72 R89-578 10-15 0.003 22 R89-578 210-215 0.003
72 R89-578 15-20 <0.0N2 22 R89-578 215-220 0.006
72 R89-578 20-25 <0.002 72 R89-578 220-225 0.002
22 R89-578 25-30 0.005
72 R89-578 30-35 <0.002
22 R89-578 35-40 <0.002
72 R89-578 40-45 <0.002
72 R89-578 45-50 <0.002
72 R89-578 50-55 <0.002
72 R89-578 55-60 <0.002
22 R89-578 60-65 <0.002
72 R89-578 65-70 <0.002
72 R§9-578 70-75 0.002
72 R89-578 75-80 <0.002
72 R89-578 80-85 <0.002
22 R89-578 85-90 <0.002
22 R89-578 90-95 <0.002
22 R§9-578 95-10N <0.002
72 R89-578 100-105 <0.002
72 R89-578 105-110 0.016
22 R89-578 110-115 0.004
72 R89-578 115-120 0.005
72 R89-578 120-125 0.006
72 R89-578 125-130 <0.002
72 R89-578 130-135 0.003
22 R89-578 135-140 0.002
22 R89-578 1401-145 0.002
72 R89-578 145-150 0.014
22 R89-578 150-155 0.010
72 R89-578 155-160 0.002
22 R89-578 160-165 0.002
72 R89-578 165-170 0.004
72 R89-578 170-175 0.008
72 R89-578 175-18D 0.004
72 R89-578 1801-185 0.009
72 R89-578 185-190 0.130
72 R89-578 1901195 0.013
22 R89-578 195-200 0.054




Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.

Building 1, Usit A Lab Report
Sparts; Nevada 89431

702 (359-9330) BUNMR'BI.EGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 11-0CT-89

REPORT: R89-31918.4 I L PROJECT: NONE GIVEN PAGE 2
SAMPLE EL EMENT Au SAMPLE ELEMENT Au

NUMBER UNITS OPT NUMBER UNITS oPT

R89-578 40-45 <0.002

Duplicate <0.002

R89-578 150-155 0.010

Duplicate 0.010

R89-578 200-205 0.008

Duplicate 0.00é6
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

-

BROHM MINTNG CORPORATION
MR. ROD MCCLEOD

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732
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Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: R89-31919.4 ( COMPLETE ) ‘ REFERENCE INFO: BARRON
CLTENT: BROHM MINING CORPORATION SUBMTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 6-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTION METHOD
1 Au Gold 55 0.0un2 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 55 2 -150 55 ASSAY PREP 55
EXCFSSIVE WFTNFSS/LB 1047
SAMPLE PICKUP/MILE 1
REMARKS: 1AT GOLD (29.176)
REPORT COPIES TO: HR. JIM BARRON INVOTCE TO: MR. JIM BARRON

HR. ROD HCCIFOD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE DDTANTEN .
T IrTToT

L OCT Q0
o—oTT U

] PROJECT: NONE GIVEN

REPORT: R89-31919.4 PAGE 1
SAMPLE EI EMENT Au SAMPLF ELFMENT fiu
NUMBER UNITS 0PT NUMBER UNITS OPT
72 R89-578 225-230 0.005 22 R89-578 425-430 0.002
72 R89-578 230-235 0.0ng 22 R89-578 430435 <0.002
72 R89-578 235-240 <002 22 R89-578 435-440 <0.002
72 R89-578 241)-245 n.nns 12 R89-578 44N-445 <0.002
12 R89-578 245-250 0,009 22 RB9-578 445-450 0.012
22 R89-578 250-255 0.0n3 72 R89-578 45M1-455 0.006
72 R89-578 255-260 0,005 12 R89-578 455-460 0.005
72 R89-578 26N-265 n.0n3 72 R89-578 46N-465 0.002
72 R89-578 265-270 0.u03 12 R89-578 465-470 0.002
Z2 R89-578 27n-275 n.nnz 12 R89-578 470-475 0.003
72 R89-578 275-280 0.004 Z2 R89-578 475-480 <0.002
72 R89-578 28N-285 0.0n4 12 R89-578 48N-485 <0.002
Z2 R89-578 285-290 0003 72 R89-578 485-490 <0.002
22 R89-578 29n-295 0.0né Z2 R89-578 49N-495 0.003
22 R89-578 295-300 0.002 12 R89-578 495-500 0.006
72 R89-578 3NN-305 <0.0n2

72 R89-578 305-310 <0.002

72 R89-578 310-315 <0.002

12 R89-578 315-320 <0.002

12 R89-578 320-325 <0.002

72 R89-578 325-330 <0.002

Z2 R89-578 33N-335 <0.002

72 R89-578 335-340 <0.002

72 R89-578 34N-345 <0.002

72 R89-578 345-350 <0.002

72 R89-578 350-355 <0.002

72 R89-578 355-360 <0.002

72 R89-578 3601-365 <0.002

12 R89-578 365-370 <0.002

72 R89-578 370-375 <0.002

72 R89-578 375-380 <0.002

72 R89-578 38N-385 <0.002

Z2 R89-578 385-390 <0.002

72 R89-578 390-395 <0.002

72 R89-578 395-400 <0.002

12 R89-578 40N-405 <0.002

72 R89-578 4015-410 <0.002

72 R89-578 410-415 0.002

[2 R89-578 415-420 0.002

72 R89-578 420-425 0.003




»

Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) mmn'm
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
PAHFRINH—6-08CT89

REPORT: R89-31919.4 I PROJECT: NONE GTVEN PAGE 2

SAMPLE FLFHENT Au SaMPLF El FHFNT Au

NUMBER INITS oPT NUMBER UNITS OPT

R89-578 270-275 0.002

Duplicate <0.002

R89-578 320-325 <0.002

Duplicate <0.002

R89-578 380-385 <0.002

Duplicate <0.002

R89-578 430-435 <0.002

Duplicate <0.002

R89-578 435-440 <0.002

Duplicate <0.002

R89-578 490-495 0.003

Duplicate 0.006




"TITLE 11-10~-89 20:02:3

89-31918.4

2 R
"CLIENT BROHM MINING CORPORATION
#SAMPLES:

"PROJECT NONE GIVEN

"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 Au FA

"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z

" 41 P17= 45
" 42 P98= i
"REMARKS"

" 50 1AT GOLD

oY % % % 1l

"FORMAT (A8,1X

"BEGIN " "Type
"19180001" "Z"
"19180002" "Z"
"19180003" "2"
"19180004" "Z"
"19180005" "2"
"19180006" "Z"
"19180007" "Z"
"19180008" "Z"
"19180009" "Z"
"19180011" "Z"
"19180012" "Z"
"19180013" "2"
"19180014" "Z"
"19180015" "Z"
"19180016" "Z"
"19180017" "2
"19180018" "Z"
"19180019" "Z"
"19180020" "Z"
"19180021" "2"
"19180022" "Z"
"19180025" "Z"
"19180026" "Z"
"19180027" "Z"
"19180028" "Z"
"19180029" "Z"
"19180030" "Z"
"19180031" "Z"
"19180032" "z"
"19180033" "z
"19180034" "Z"
"19180036" "Z"
"19180037" "z"
"19180038" "Z"
"19180039" "z"
"19180040" "Z"
"19180041" "Z"
"19180042" "Z"
"19180043" "Z"
"19180044" "Z"
"19180045" "z

(29.

OPT

BARRON

45 REFERENCE: NO

shown as
shown as

+uplimt"
~Jlolmt

25/09/89"

NE GIVEN

(ie not detected)"

45 9.002 999.90 Results Reported

OTHER DRILL TYPES
ASSAY PREP
SAMPLE PICKUP/MILE

17G)

L,AL,AL,1X,A20,1(1X,A7,A2))"

" “"Frac" "Sample ID"
"2" “"R89-~-578 0~5
"2" "R89~-578 5-10
"2" "R89-578 10-15
"2" "RB89~578 15-20
"2" "R89-578 20-25
"2" "RB89~-578 25-30
"2" “R89-~578 30-35
"2" "R89-~578 35-40
"2" "R89-578 40-45
"2 "R89~-578 45-50
"2" "RB89-~578 50-55
2" "R89~578 55-60
"2" "R89~578 60~65
"2" "R89~578 65-70
"2" "R89~578 70~75
n2" "R89-~6578 75-80
"2" "R89~578 80~85
"2" "R89-~578 85~90
"2" "RB89-578 90-95
"2" "R89~578 95-100
"2" "R89-578 100-~105
"2" "R89-~578 105-110
"2" “RB89~-578 110-115
"n2" "R89~-578 115-120
"2" "RB89-~578 120-125
2" "R89~-578 125-130
"2" "RB89-578 130-135
2" "RB89-~578 135~140
"2" "RB89~578 140-145
"2" "R89-578 145~150
"2" "R89-~-578 150-155
"2" "R89~-578 155-160
"2" “"RB9-578 160-165
"2" "RB9-578 165-170
"2" "RB89-578 170-175
"2" "RB89-578 175~180
"2" "R89~578 180~185
"2" “"RB89~578 185~190
"2" "R89~578 190-195
"2" "R89~578 195-200
""" "RB9-~-578 200~-205

Au"
0.004
-0.002
2.003
~0.002
~-0.002
0.905
~-0.002
~-0.002
~-9.002
-0.002
~9.002
~-0.002
~-0.002
-9.002
0.002
~-0.002
-0.002
-0.002
-0.002
-0.002
~-0.002
@.016
2.004
2.005
0.006
-0.002
0.003
0.002
0.002
0.014
0.010
0.002
0.002
0.004
0.008
0.004
0.009
P.130
0.013
?.05
0.008

|85 -20°
5@ o6

6



19180646 "z "2" Y"R89~578
"19180049" "Z" "2" "R89~578
"19180050" "zZ" "2" "RB9-57B
"19189@51" "“z" "2" "RB89~578

IIENDII N

205-210
210-215
215-220
220-225

2.017
©.003
0.006
0.002



"TITLE 96~18~-89 15:07:42 R89-31919.4 BARRON
"CLIENT BROHM MINING CORPORATION "

28/069/89"

"PROJECT NONE GIVEN #SAMPLES: 55 REFERENCE: BARRON "
"SPECIAL VALUES"

“ IS Insufficient Sample"

" ~9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHQO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

"0l Au Fé& OPT 56 0.002 999.9¢
"SAMPLE PREPS"

" 40 SAMPLE TYPE=Z
" 41 P17= 55

" 42 P64=1047

' 43 P98B= 1
"REMARKS"

“ 50 1AT GOLD

1% % & % I

Results Reported .
OTHER DRILL TYPES "

ASSAY PREP B

EXCESSIVE WETNESS/LB"

SAMPLE PICKUP/MILE "

(29.176G) “"

"FORMAT (AB8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN "
“i19190001"
"19190002"
"191900a3"
"19190004"
"19190e85"
"1919e006"
“191%0a07"
“191900088"
"1919%0009"
"19190a10"
"1919e012"
"19186013"
118190014"
"191909015"
"198190016"
"i19198017"
"i12190a18"
"19190019"
“19190028"
"19198821"
"19190022"
"1919060285"
"18190026"
19196027 "
"19190028"
"19198029"
"19190038"
"19186031"
"191%0832"
"19190633"
19190034
"191%0@035"
"19190037"
"19198638"
"19190639"
"191%0040"
"19190041"
"19190042"
19192043 "
"191900844"
"19190@45"
"19190046"
H1Q91Q0004QY

“Typell

ltzll
llzll
IIZII
IIZH
HZI‘
IIZH
llzll
Ilzll
IIZH
IIZII
IIZII
Ilzll
|lzl|
IIZII
HZH
IIZII
IIZII
IIZII
Ilzll
llzll
IIZII
IIZII
|IZII
IIZII
IIZII
|lzll
|IZ|I
IIZH
IIZII
IIZII
IIZH
HZH
Hzll
Ilzll
HZH
IIZII
IIZII
IIZII
IIZII
IIZH
IIle
Ilzll
IIZII

||2l|
II2|I
I12|I
II2I|
II2II
|l2l|
I|2ll
|I2H
HZII
”2"
I|2H
l|2|l
ll2|l
|I2|I
II2II
IIZH
II2II
Il2ll
II2|I
H2II
ll2”
|l2l|
II2II
||2l|
l|2”
H21I
ll2|l
I|2H
ll2l|
|I2|l
IIZ”
II2II
lI2ll
Il2l|
Il2ll
llzll
H2|l
|I2II
II2II
Il2'l
ll2ll
lI2Il
l|2ll

"Frac"

"R89~578
"RB89~-578
"R89~-578
"RB9~578
"R89~-578
"RB9~578
"RB9~578
"RB9~-578
"RB9~-578
"RB89~578
"RB89~-578
"R89~578
"R89~578
"RB9~578
"R89-578
"R89~578
"R89-578
"RB9~578
"R89-578
"R89~578
"RB9~578
"R89-578
"R89~578
"RB9~-578
"R89~-578
"R89~-578
"R89~-578
"RB9~578
"R89-578
"R89-578
"RB9~-578
"R89-578
"RB89~-578
"R§9-578
"R89-~-578
"R89-678
"RB9-578
"R89-578
"RB9~-578
"RB89~578
"R89~-5678
"R89~-578
n"npERQ.578

“"Sample ID"

225-230
230-235
236~-240
240~245
2465-250
250255
255~260
260265
265~270
270~-275
275-280
280~28%5
285-290
290-~295
295300
300~305
395-310
310-315
316-320
320-325
325-330
339-335
335-340
340345
345350
350~-3556
365-360
360~365
365-370
370-37%
375~380
380-385
385-390
390~395
395-400
400-405
405-410
410~-415
415-420
420-425
425~-430
439~435
A43AS-440

L} Aull
2.005
2.008

-0.802
®.005
0.009
®.003
2.0085
h.003
©.003
9.002
0.004
@.004
2.003
2.006
9.002

-0.062

-0.002

-9.002

-0.002

~-0.002

-0.002

-0.002

~-9.002

-0.002

-0.002

-0.002

-0.002

-0.002

-0.002

-0.002

-0.002

-6.002

-0.002

-0.002

~-0.002

-0.002

-0.002
0.002
0.202
©.003
0.002

-0.002

Py, N W



Tl9loe650n
"19190051"
"19190052"
"19190053"
"19190054"
"19190@55"
“19196056"
"19190857"
"19190058"
"19190859"
"19190060"
"19190062"
|IENDII

IIZII
|IZII
I'ZII
IIZII
IIZII
IIZH
IIZI'
llzll
IIZII
IIZH
IIZII
IIZII

lI2II
lI2!I
II2II
|I2ll
II2II
I|2II
II2II
Il20l
I‘2ll
||2H
II2II
II2H

"RB9~578
"R88~-678
"RB9~-6578
"R89~578
"R89~-578
"R89~578
"R89~578
"R89~578
"R89-578
"R89~-578
"RB89~578
"R89-578

440445
445-45¢
450-455
456-460
460~465
465470
470475
475-489
480485
485~490
49@~495
495-500

-0.002
0.012
0.006
0.005
@.002
0.002
6.203

-9.0062

-0.002

-0.002
9.003
®.006
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’ Bc
BONDAR-CLEGG
130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5
or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or  (702)331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade) B "

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Y& 2 C_/y/ ) «L'A/
LAB. REPORT NO..BT=-2/T7/4. %

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [

No. of Sample Numbers
Type of Samples : Elements to be Analyzed Remarks
P p Samples (Series) p y
) / /= W 4 = i &
¢ A oy / of ™ \
&y l :) A / Py /
O\ -5 )
G 7 .77 o P T
i \Hen &/ o D )
- Prepaid [
Total No. Samples Date Shipped Collect [

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

{

Date Rec’d at Bondar-Clegg

PLEASE CHECK .~ BELOW

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days
Store to January at a cost of $10/box

PULPS

Free storage until year end and then discarded unless

marked below.

Return collect immediately

Return collect at year end

(approx. 1 cu. ft.)

Results and Invoices To Be Sent To

(You will then be contacted)

Samples submitted by

Shipment number

Client project number

Purchase order number

[J Results

0 Invoice

(for payment)

[J Results

[J Invoice

(copy)

[J Results

[J Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



LAB. REPORT NO,| 20 7=5/ 7/

SUBMITTAL FORM

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.

243 Catlin St.
Missoula, Montana 59801

c/o Lerch Brothers
4th Ave. W. at Grant St.

1A-625 Spice Island Dr.
Sparks, Nevada 89431

6631 Wes Way
Anchorage, Ak. 99518

V7P 2R5 (702) 359-9330 (406) 721-4452 Hibbing, Minn. 55746 (907) 561-0909
or (218) 262-5003
P.O. Box 8059

Blaine, WA. 98230

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

(403) 667-6523

Please analyze by Assay (% ore grade) @ Geochemical (ppm, trace level) []

Comments

Type of Samples S:r?l.pcl)ef:s Sam?lseerl\il:;wbers Elements to be Analyzed Remarks
T — 173 = AT, <=7
o) ~/ 3 - — D"’f’k /|
7 '} - # }i_"r
; Prepaid [J
Total No. Samples Date Shipped Collpect 0

Date Rec’'d at Bondar-Clegg
PLEASE CHECK .~ BELOW
PULPS

Free storage until year end and then discarded unless
marked below.

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below. Return collect immediately a

O

Return immediately
Return collect at year end a

O

Return collect after 60 days
Store to January at a cost of $10/box

(approx. 1 cu. ft.) O Results and Invoices To Be Sent To

(You will then be contacted)
[0 Results

O Invoice
(for payment)

Samples submitted by

[J Results

[0 Invoice
(copy)

Shipment number

Client project number

[0 Results

O Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada
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Contractor Z-A/U\O/\
Drilt Type D40( u)/) AWK, Alr

Coordinates 76309./3N R7336.17 K

Project 6@4/\)5‘/ N

~ Hole No. j@gq*6—79 (S/.I/C 37)
Casing Depth State /<0 Shoot.,:é.m =
Hole Size Bearing Inclination ‘900 Date Started Property / /f [—o/a ,4 /f/mv% e
Collar Elev. 556072 Final Depth 24( ! Date Comploted Hole BSurveyed /’UO
. GRAPHIC L.OGS ocanon GEOLOGIC NOTES
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Conteactor

Coordinates Project
Drit Type

Logged dy:

DRRLL CUTTING LOG

— Hole No. £E7-579
Casing Depth State SMO'_Z-....O' =
Hote Size Bearing. . Inclination Date Started Property
Collar Elev. Final Depth ' Date Completed Hole Surveyed
. GRAPHIC LOGS S ocamion GEOLOGIC NOTES
T SALTERATION: o 28 5 \ §1§ §§ __j ) DESCRIPTION _ MINERALIZATION
: = ‘ 1 2 ; :°._ " E o ;o; & |ROCK TYPE MERALOGY, ALYERATION, TEXTURES, W cominatos Lxes
S 3 . a§ i | GMAW BIZE, FRAGMENT B128 A v.n:vm...io:lumm .
AR 2N T1o Zzachvle aordhvrv _cConl —_
L L1l 4 ' ! J A 7
L : ]
| |
520 o
i { l '
I il
i |
| L i
|
|
AN VAT N Tole 77 A=
| QRYTTS
R
(LT L
i -
i ‘
| I | 795-300
|
LA WL 3257
I —
1 52|




A &

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

=2

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

| L

BROHM HINING CORPORATION
MR. ROD MCCLEOD

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31913.4 ( COMPLETE )

REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 2-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fAu Gold 49 0.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
7 OTHER DRILL TYPES 49 -150 49 ASSAY PREP 49
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON




Lt 4

Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATERRINHED—2-061-89
REPORT: R89-31913.4 I PROJECT: NONE GIVEN PAGE 1 l
SAMPLE ELEMENT fu SANPLF ELEMENT fu
NUMBER UNITS OPT NUMBER UNITS 0PT
72 R89-579 0-5 0.022 22 R89-579 180-185 0.007
72 R89-579 5-10 0.016 72 R89-579 185-190 0.008
72 R89-579 10-15 n.011 12 R89-579 190-195 0.006
22 R89-579 15-20 0.0n9 72 R89-579 195-20N 0.007
DUPLICATE 0.008 Z2 R89-579 200-205 0.015
22 R89-579 20-25 0.006 12 R89-579 205-210 0.024
72 R89-579 25-30 0.008 12 R89-579 210-215 0.016
22 R89-579 30-35 0.0n5 72 R89-579 215-220 0.020
72 R89-579 35-40 0.004 12 R89-579 220-225 0.021
72 R89-579 4N-45 0.0n5 12 R89-579 225-23N 0.015
12 R89-579 45-50 0.005 12 R89-579 230-235 0.016
22 R89-579 50-55 0.004 12 R89-579 235-240 0.014
72 R89-579 55-60 0.014 DUPLICATE 0.015
72 R89-579 60-65 0.nn3 12 R89-579 24D-245 0.010
72 R89-579 65-70 0.003
DUPLICATE 0.003
12 R89-579 70-75 0.005 )
72 R89-579 75-80 0.006
72 R89-579 80-85 0.008
72 R89-579 85-90 0.007
12 R89-579 90-95 0.007
22 R89-579 95-10N 0.007
72 R89-579 100-105 0.007
12 R89-579 105-110 0.005
72 R89-579 110-115 0.006
72 R89-579 115-120 0.008
72 R89-579 12(1-125 0.008
72 R89-579 125-130 0.012
DUPLICATE 0.014~
72 R89-579 13n-135 0.008
72 R89-579 135-140 0.008
22 R89-579 140)-145 0.010
72 R89-579 145-150 0.008
72 R89-579 150-155 0.007
72 R89-579 155-160 0.007
72 R89-579 160-165 0.005
72 R89-579 165-170 0.005
72 R89-579 11n-175 0.008
72 R89-579 175-180 0.008
DUPLICATE 0.008




"TITLE 29-869-89 18:00:28 R89-31913.
"CLIENT BROHM MINING CORPORATION
#SAMPLES:

"PROJECT NONE GIVEN

"SPECIAL VALUES"
" IS Insufficient Sample”
" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
49 0.002 999.90

" ®1 Au

Fa

-"SAMPLE PREPS"

" 49 SAMPLE TYPE=2Z
49

"oo41 PL7=
" 42 P98=
"REMARKS"

1

" 5@ 1AT GOLD

oY % W & 1l

oPT

q BARRON

49 REFERENCE:

shown as
shown as

OTHER DRILL TYPES
ASSAY PREP
SAMPLE PICKUP/MILE

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"

"BEGIN "
"19130001"
"191300062"
"19130003"
"19130004"
"19130006"
"19130007"
“18130008"
"19130008"
"i19130010"
18130011
"191309012"
"191306013"
"19130914"
"19130015"
"19130016"
"19130017"
"19130018"
*19130019"
“18130020"
"19130021"
"“18130022"
"19130025"
“191308626"
"19130027"
“19130028"
"19130029"
"19130031"
"18130032"
"19130033"
"19130034"
"19130035"
"191300386"
"19130037"
“19130038"
"19130839"
"191300%40"
"19130041"
"19130042"
"19130043"
"191306044"
"19130045"
"19130046"
"19130049"
"19130050"

llTypeIC

IIZH
IIZII
IIZII
IIZH
”2“
IIZH
IIZH
IIZH
IIZII
IIZII
I|ZII
IIZII
HZII
IlZII
Ilzll
HZII
IIZH
Ilzll
IIZH
IIZN
IIZII
Ille
lIZH
IIZH
lIZIl
llle
IIZH
IIZH
Ilzll
lle
HZII
IIZII
|lzl|
|lz|l
IIZII
IIZII
IIZH
IIZII
IIZII
Hzll
Ilzll
Ilzll
IIZII
IIZII

(29.176)

"Frac'" "Sample ID"
"2" "R89~-579 0-5

v2n "RBY-~-579 5-190
n2" "Rg9-579 10-15
"2" "R89~-579 15-20
n2" “"R89-579 206-25
2" "R89-579 25-30
"2" "R89Y~579 30-35
"z2" "R89-579 35-49
"2" "RB89~578 40-45
"2" "R89~579 45-50
"2" "RB9~579 50-~585
"2y "R89~579 5560
2" "R89~579 60~65
"2n "R89-579 65-70
nz2" "RB89-578 70-75
"2" "R89-579 75-8@
2" "R89-579 80~-85
n2" "R89-579 85-90
"2" "R89-579 90-95
"2" "R89~-579 95~100
n2" "R89-579 100~185
"2" "RB9-579 1@5-~11¢
"2 "RB9~579 110-115
n2w "R89-579 115-120
ng" "R8Y-579 120-125
n2v “R89~-579 125-130
2" "R89-579 130-135
n"g" "R89-579 135-140
"2" “"R89-579 1406-145
"2" "R89~579 145-150
"2n "R89-~-579 150-155
"2t "R89-579 155-168
"z" "R89~579 160-~165
"z2" "R8B89-579 165-170
"2" "R89~-579 170-175
n2v "R8Y-~-579 175-180
w2" "R839~579 180-~185
"2 "RB9-579 185-190
"2v "RB89-579 190-195
"2" "R89-~579 195-200
"2" "RB9-579 200~205
"2" "R8Y9~-579 205-210
H2" "R89-579 210-215
nan Hpeqg.. 579 215~220

+uplimt"”
~lolmt

25

NONE GIVEN

(ie not

COMMENTS"
Results Reported

Aull

0.022
®.016
0.011
0.009
®.006
0.008
2.005
@.004
0.005
0.005
0.004
0.014
®.003
@.003
2.005
2.006
®.008
2.007
@.007
@.007
@.007
2.005
2.006
®.008
0.008
®.012
9.008
0.9008
2.010
9.008
0.007
0.607
0.005
6.005
®.008
6.008
0.007
2.008
2.006
®.007
2.015
@.024
2.916
D.020

265-22%

/89/89"

detected)"

20'@ 020



"19130051"
"19130052"
"19130053"
“19130854"
'19130056"
IIENDH

IIZ“
Ilzll
llzll
IIZII
HZII

Il2ll
ll2|l
|I2II
|I2ll
HZII

"R89~579
"R8S~-579
“"R89-579
"RB9~579
"R89-579

220-226
225230
230~-235
235~240
249245

0.021J
0.015
0.016
0.014
0.010



B

BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

Phone (604) 985-0681
or  (702) 331-1813

Fax  (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

Assay (% ore grade) [

clo Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

LAB. REPORT NO. [ 077

)2
S/ 34

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) [J

Type of Samples S:r%p?;s Sam;zlseerr\ilgsr?bers Elements to be Analyzed Remarks
s v . 7 vl \
h P, )
ke P A ) N'/ .\j"‘"
: Prepaid [
Total No. Samples Date Shipped - ® Collect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec'd at Bondar-Clegg

PLEASE CHECK .- BELOW

Free storage for 60 days and then discarded unless

marked below.

PULPS

Free storage until year end and then discarded unless
marked below.

Return immediately - Return collect immediately &
O
Return collect after 60 days O ook Lt UL
Store to January at a cost of $10/box
Results and Invoices To Be Sent To
(You will then be contacted) (approx. 1 cu. ft) s
, / A . O Results
Rty smitted el LALT / /_/ AW / 1/ | O Invoice
amples submitted by - £« : e y/ = [NV U (for payment)
= = :

Shipment number

Client project number

Purchase order number

Results

Invoice

(copy)

Results

Invoice

(copy)

Printed in Canada

White - Send with Samples

Yellow - Client Copy



